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REPORT: V98-25298.0 ( COMPLETE ) DATE RECEIVED: 03-DEC-98 DATE PRINTED: 8-DEC-98 PAGE 1 OF 4

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

Q2 R98-1085 0-5 0.026 Q2 R98-1085 200-205 0.048

Q2 R98-1085 5-10 0.020 Q2 R98-1085 205-210 0.018

Q2 R98-1085 10-15 0.013 Q2 R98-1085 210-215 0.016

Q2 R98-1085 15-20 0.013 Q2 R98-1085 215-220 0.009

Q2 R98-1085 20-25 0.028 Q2 R98-1085 220-225 0.057

Q2 R98-1085 25-30 0.043 Q2 R98-1085 225-230 0.052

Q2 R98-1085 30-35 0.025 Q2 R98-1085 230-235 0.029

Q2 R98-1085 35-40 0.019 Q2 R98-1085 235-240 0.013

Q2 R98-1085 40-45 0.018 Q2 R98-1085 240-245 <0.005

Q2 R98-1085 45-50 0.010 Q2 R98-1085 245-250 <0.005

Q2 R98-1085 50-55 0.013 Q2 R98-1085 250-255 <0.005

Q2 R98-1085 55-60 0.023 Q2 R98-1085 255-260 0.006

Q2 R98-1085 60-65 0.030 Q2 R98-1085 260-265 0.006

Q2 R98-1085 65-70 0.022 Q2 R98-1085 265-270 0.010

Q2 R98-1085 70-75 0.021 Q2 R98-1085 270-275 0.014

Q2 R98-1085 75-80 0.029 Q2 R98-1085 275-280 0.006

Q2 R98-1085 80-85 0.022 Q2 R98-1085 280-285 0.006

Q2 R98-1085 85-90 0.055 Q2 R98-1085 285-290 0.009

Q2 R98-1085 90-95 0.028 Q2 R98-1085 290-295 0.040

Q2 R98-1085 95-100 0.040 Q2 R98-1085 295-300 0.013

Q2 R98-1085 100-105 0.041 Q2 R98-1085 300-305 0.006

Q2 R98-1085 105-110 0.013 Q2 R98-1085 305-310 0.005

Q2 R98-1085 110-115 0.036 Q2 R98-1085 310-315 0.057

Q2 R98-1085 115-120 0.029 Q2 R98-1085 315-320 0.019

Q2 R98-1085 120-125 0.078 02 R98-1085 320-325 0.060

Q2 R98-1085 125-130 0.160 Q2 R98-1085 325-330 0.043

Q2 R98-1085 130-135 0.059 Q2 R98-1085 330-335 0.036

02 R98-1085 135-140 0.048 02 R98-1085 335-340 0.056

Q2 R98-1085 140-145 0.037 Q2 R98-1085 340-345 0.068

Q2 R98-1085 145-150 0.033 Q2 R98-1085 345-350 0.084

Q2 R98-1085 150-155 0.054 Q2 R98-1085 350-355 0.286

Q2 R98-1085 155-160 0.077 Q2 R98-1085 355-360 0.087

Q2 R98-1085 160-165 0.088 Q2 R98-1085 360-365 0.118

Q2 R98-1085 165-170 0.072 Q2 R98-1085 365-370 0.192

Q2 R98-1085 170-175 0.105 Q2 R98-1085 370-375 0.222

Q2 R98-1085 175-180 0.149 Q2 R98-1085 375-380 0.048

Q2 R98-1085 180-185 0.042 Q2 R98-1085 380-385 0.076

Q2 R98-1085 185-190 0.031 Q2 R98-1085 385-390 0.036

Q2 R98-1085 190-195 0.061 Q2 R98-1085 390-395 0.094

Q2 R98-1085 195-200 0.071 Q2 R98-1085 395-400 0.092

Intertek Testing Services - Bondar Clegg

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071

iTS Intertek Testing Services 
Bondar Clegg 

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1 
REPORT: V98-25298.0 ( COMPLETE ) DATE RECEIVED: 03-DEC-98 

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT 
NUMBER UNITS OPT NUMBER UNITS 

02 R98-1085 0-5 0.026 02 R98-1085 200-205 
02 R98-1085 5-10 0.020 02 R98-1085 205-210 
02 R98-1085 10-15 0.013 02 R98-1085 210-215 0.016 
02 R98-1085 15-20 0.013 02 R98-1085 215-220 0.009 
02 R98-1085 20-25 0.028 02 R98-1085 220-225 0.057 

02 R98-1085 25-30 0.043 02 R98-1085 225-230 0.052 
02 R98-1085 30-35 0.025 02 R98-1085 230-235 0.029 
02 R98-1085 35-40 0.019 02 R98-1085 235-240 0.013 
02 R98-1085 40-45 0.018 02 R98-1085 240-245 <0.005 
02 R98-1085 45-50 0.010 02 R98-1085 245-250 <0.005 

02 R98-1085 50-55 0.013 02 R98-1085 250-255 <0.005 
02 R98-1085 55-60 0.023 02 R98-1085 255-260 0.006 
02 R98-1085 60-65 0.030 02 R98-1085 260-265 0.006 
02 R98-1085 65-70 0.022 02 R98-1085 265-270 0.010 
02 R98-1085 70-75 0.021 02 R98-1085 270-275 0.014 

02 R98-1085 75-80 0.029 02 R98-1085 275-280 0.006 
02 R98-1085 80-85 0.022 02 R98-1085 280-285 0.006 
02 R98-1085 85-90 0.055 02 R98-1085 285-290 0.009 
02 R98-1085 90-95 0.028 02 R98-1085 290-295 0.040 
02 R98-1085 95-100 0.040 02 R98-1085 295-300 0.013 

02 R98-1085 100-105 0.041 02 R98-1085 300-305 0.006 
02 R98-1085 105-110 0.013 02 R98-1085 305-310 0.005 
02 R98-1085 110-115 0.036 02 R98-1085 310-315 0.057 
02 R98-1085 115-120 0.029 02 R98-1085 315-320 0.019 
02 R98-1085 120-125 0.078 02 R98-1085 320-325 0.060 

02 R98-1085 125-130 0 .160 02 R98-1085 325-330 0.043 
02 R98-1085 130-135 0.059 02 R98-1085 330-335 0.036 
02 R98-1085 135-140 0.048 02 R98-1085 33~-340 0.056 
02 R98-1085 140-145 0.037 02 R98-1085 340-345 0.068 
02 R98-1085 145-150 0.033 02 R98-1085 345-350 0.084 

02 R98-1085 150-155 0.054 02 R98-1085 350-355 0.286 
02 R98-1085 155-160 0.077 02 R98-1085 355-360 0.087 
02 R98-1085 160-165 0.088 02 R98-1085 360-365 0.118 
02 R98-1085 165-170 0.072 02 R98-1085 365-370 0.192 

170-175 0.105 02 R98-1085 370-375 0.222 

0.149 02 R98-1085 375-380 0.048 
02 R98-1085 180-185 0.042 02 R98-1085 380-385 0.076 
02 R98-1085 185-190 0.031 02 R98-1085 385-390 0.036 
02 R98-1085 190-195 0.061 02 R98-1085 390-395 0.094 

195-200 0.071 02 R98-1085 395-400 0.092 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

Q2 R98-1085 400-405 0.012

Q2 R98-1085 405-410 0.010

Q2 R98-1085 410-415 0.007

Q2 R98-1085 415-420 0.006

Q2 R98-1085 420-425 0.026

Q2 R98-1085 425-430 0.020

Q2 R98-1085 430-435 0.022

Q2 R98-1085 435-440 0.009

Q2 R98-1085 440-445 0.014

Q2 R98-1085 445-450 0.220

Intertek Testing Services - Bondar Clegg

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071
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BROHM MINING CORPORATION 
V98-25298.0 ( COMPLETE ) 

SAMPLE 
NUMBER 

ELEMENT AuGrav 
UN ITS OPT 

02 R98-1085 400-405 0.012 
02 R98-1085 405-410 0.010 
02 R98-1085 410-415 0.007 
02 R98-1085 415-420 0.006 
02 R98-1085 420-425 0.026 

02 R98-1085 425-430 0.020 
02 R98-1085 430-435 0.022 
02 R98-1085 435-440 0.009 
02 R98-1085 440-445 0.014 

DATE RECEIVED: 03-DEC-98 
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NUMBER 
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ELEMENT AuGrav 
UNITS OPT 
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STANDARD ELEMENT AuGrav STANDARD ELEMENT AuGrav

NAME UNITS OPT NAME UNITS OPT

BCC Au Std.8 0.034

Number of Analyses 1

Mean Value 0.0336

Standard Deviation 

Accepted Value 0.031

BCC Au Std.6 0.045

Number of Analyses 1

Mean Value 0.0454

Standard Deviation 

Accepted Value 0.043

BCC Au Std.7 0.075 

BCC Au Std.7 0.074 

Number of Analyses 2 

Mean Value 0.0747 

Standard Deviation 0.00105

Accepted Value 0.073

BCC Au Std.12 0.402

Number of Analyses 1

Mean Value 0.4025

Standard Deviation -

Accepted Value 0.402
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CLIENT: BROHM MINING CORPORATION 
REPORT: V98-25298.0 ( COMPLETE ) 

STANDARD 
NAME 

ELEMENT AuGrav 
UNITS OPT 

BCC Au Std.8 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

BCC Au Std.6 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

BCC Au Std.7 
BCC Au Std.7 
Number of Analyses 
Mean Value 

BCC Au Std.12 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

0.034 
1 

0.0336 

0.031 

0.045 

0.0454 

0.043 

0.075 
0.074 

2 
0.0747 

0.00105 

0.402 
1 

0.4025 

0.402 

DATE RECEIVED: 03-DEC-98 

STANDARD 
NAME 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

R98-1085 25-30 0.043

Duplicate 0.024

R98-1085 85-90 0.055

Duplicate 0.053

R98-1085 140-145 0.037

Duplicate 0.040

R98-1085 150-155 0.054

Prep Duplicate 0.053

R98-1085 195-200 0.071

Duplicate 0.074

R98-1085 250-255 <0.005

Duplicate <0.005

R98-1085 300-305 0.006

Prep Duplicate 0.007

R98-1085 310-315 0.057

Duplicate 0.042

R98-1085 365-370 0.192

Duplicate 0.187

R98-1085 420-425 0.026

Duplicate 0.024

R98-1085 430-435 0.022

Prep Duplicate 0.022

Intertek Testing Services - Bondar Clegg

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071
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ITS 

Duplicate 

R98-1085 85-90 

R98-1085 140-145 
Duplicate 

R98-1085 150-155 

R98-1085 195-200 
Duplicate 

R98-1085 250-255 
Duplicate 

R98-1085 300-305 
Prep Duplicate 

R98-1085 310-315 
Duplicate 

R98-1085 365-370 
Duplicate 

R98-1085 420-425 

Prep Duplicate 

Intertek Testing Services 
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UNITS OPT 

0.043 
0.024 

0.055 
0.053 

0.037 
0.040 

0.054 

0.053 

0.071 
0.074 

<0.005 
<0.005 

0.006 
0.007 

0.057 
0.042 

0. 192 
0.187 

0.026 
0.024 

0.022 

0.022 

NUMBER UNITS 
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Total number of samples: 90

Totl Element Method Totl
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CROSH/SPLIT & PULV. 94

Sample Type Totl

OTHER DRILL TYPES 90
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-150 90
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CLIENT: BROHM MINING CORPORATION 
REPORT: V98-25298.0 ( COMPLETE ) CRTS RECEIVED: 03-DEC-98

PROJECT: NONE GIVEN1
DATE PRINTED; 5-DEC-98 PAGE

SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT

Q2 R98-1085 0-5 0.026
Q2 R98-1085 5-10 0.020
Q2 R98-1085 10-15 0.013
02 R98-1085 15-20 0.013
02 R98-1085 20-25 0.028

Q2 R98-1085 25-30 0.043
02 R98-1085 30-35 0.025
Q2 R98-1085 35-40 0.019
Q2 R98-1085 40-45 0.018
Q2 R98-1085 45-50 0.010

Q2 R98-1085 50-55 0.013
Q2 R98-1085 55-60 0.023
Q2 R96-1085 60-65 0.030
02 R98-1Q85 65-70 0.022
02 R98-1085 70-75 0.021

02 R98-1085 75-80 0.029
Q2 R98-1085 80-85 0.022
Q2 R98-1085 85-90 0.055
Q2 R98-1085 90-95 0.028
Q2 R98-1085 95-100 0.040

Q2 R98-1085 100-105 0.041
02 R98-1085 105-110 0.013
02 R98-1085 110-115 0.036
02 R98-1085 115-120 0.029
Q2 R98-1085 120-125 0.078

02 R98-1Q85 125-130 0.160
Q2 R98-1085 130-135 0.059
02 R98-1085 135-140 0.048
Q2 R98-1085 140-145 0.037
Q2 R98-1085 145-150 0.033

Q2 R98-1085 150-155 0.054
Q2 R98-1085 155-160 0.077
02 R98-1085 160-165 0.088
Q2 R98-1085 165-170 0.072
Q2 R98-1085 170-175 0.105

02 R98-1085 175-180 0.149
Q2 R98-1085 180-185 0.042
02 R98-1085 185-190 0.031
02 R98-1085 190-195 0.061
Q2 R98-1085 195-200 0.071

SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT

Q2 R98-1085 200-205 0.048
Q2 R98-1085 205-210 0.018
Q2 R98-1085 210-215 0.016
Q2 R98-1085 215-220 0.009
Q2 R98-1085 220-225 0.057

Q2 R98-1085 225-230 0.052
Q2 R98-1085 230-235 0.029
Q2 R98-1085 235-240 0.013
Q2 R98-1085 240-245 <0.005
02 R98-1085 245-250 <0.005

Q2 R98-1085 250-255 <0.005
Q2 R98-108S 255-260 0.006
Q2 R98-1085 260-265 0.006
Q2 R98-1085 265-270 0.010
Q2 R98-1085 270-275 0.014

Q2 R98-1085 275-280 0.006
Q2 R98-1085 280-285 0.006
Q2 R98-1085 285-290 0.009
Q2 R98-1085 290-295 0.040
02 R98-1085 295-300 0.013

Q2 R98-1085 300-305 0.006
02 R98-1085 305-310 0.005
02 R98-1085 310-315 0.057
Q2 R98-1085 315-320 0.019
Q2 R98-1085 320-325 0.060

02 R98-1Q85 325-330 0.043
02 R98-1085 330-335 0.036
Q2 R98-1085 335-340 0.056
02 R98-1085 340-345 0.068
Q2 R98-1085 345-350 0.084

02 R98-1085 350-355 0.286
02 R98-1085 355-360 0.087
02 R98-1085 360-365 0.118
Q2 R98-1085 365-370 0.192
02 R98-1085 370-375 0.222

02 R98-1085 375-380 0.046
Q2 R98-1085 380-385 0.076
Q2 R98-1085 385-390 0.036
Q2 R98-108S 390-395 0.094
02 R98-1085 395-400 0.092
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CLIENT: UOBM MINING CORPORATION PMJ!CT: NONE GIVENl REPORT: V98-25298.0 (COMPLETE) DATE RECEIVED: 03-DEC-98 DATE PRINTED: 5-DEC-98 

SAMPLE EL!.MlNT AuGrav SAMPLE ELEMENT AuGrav NUMBER UNITS on NUMBER UNITS on 
Q2 P.98-108S 0-S 0.026 Q2 R98-1085 200-205 0.048 
02 R98-l085 5-10 0,020 02 R98-1085 205-210 0,018 02 R98-108S 10-15 0.013 Q2 R98-1085 210-21S 0.016 
02 R98-1085 15-20 0.013 Q2 R98-1085 215-220 0,009 
IJ2 R98-1085 20-25 0.028 Q2 R98-1085 220-225 0.057 

02 R98-1085 25-30 0.043 02 R98-l085 225-230 0,052 
02 R98-1085 30-35 0.025 02 R98-1085 230-235 0.029 02 R98-108S 35-40 0.019 02 R98-1085 235-240 0.013 
02 R98-l085 40-45 0.018 IJ2 R98·1085 240-245 <0.005 
02 R98-1085 45-50 0.010 02 R98-l085 245-250 <0.005 

Q2 R98-l085 50-55 0.013 02 R98-1085 250-255 <0.005 Q2 R98-108S SS-60 0.023 02 R98-108S 25S-260 0.006 02 R98-1085 60-6S 0.030 02 R98-1085 260-265 0.006 02 R98-1085 65-70 0.022 02 R98•1085 265-270 0,010 02 198-108S 70-75 0.021 Q2 R98-108S 270-275 0.014 

02 R98-1085 75-80 0,029 02 R98·1085 275-280 0,006 02 198-1085 80-85 0.022 02 198-1085 280-285 0.006 
02 198-1085 8S-90 0.0S5 02 R98-108S 28S-290 0.009 Q2 R98•1085 90•95 0.028 02 R98·1085 290-295 0,040 02 198-1085 9S-100 0.040 02 R98-1085 295-300 0.013 

02 R98-l085 100-105 0.041 02 R98·1085 300-305 0.006 02 198-1085 105-110 0.013 02 198-1085 30S-310 0.00S 
02 R98-1085 110-115 0.036 02 R98-1085 310-315 0,057 
02 R98•l085 115-120 0.029 02 R98·1085 315-320 0.019 02 198-1085 120-125 0.078 Q2 198-1085 320-32S 0.060 

02 R98•1085 125-130 0.160 02 R98·1085 325-330 0,043 02 198-1085 130-135 0.059 Q2 R98-108S 330-33S 0.036 
02 R98•1085 135-140 0.048 02 R98-l085 335-340 0.056 Q2 R98-108S 140-14S 0.037 02 198-1085 340-34S 0.068 Q2 R98-10BS 145-1S0 0.033 Q2 198-1085 345-3S0 0.084 

02 198-1085 1S0-15S 0.054 02 R98-1085 350-355 0.286 Q2 198-1085 155-160 0.077 02 R98-108S 355-360 0.087 02 R98-1085 160-165 0.088 02 R98·1085 360-365 0,118 Q2 R98-1085 16S-170 0.072 02 R98-108S 36S-370 0.192 02 R98-108S 170-17S 0.10S 02 198-108S 370-37S 0.222 

02 198-108S 17S-180 0.149 Q2 R98-1085 375-380 0.048 02 R9B-1085 180-185 0.042 02 R98•1085 380-385 0.076 02 R98-l085 185-190 0,031 02 R98-1085 385-390 0.036 Q2 198-1085 190-19S 0.061 Q2 198-1085 390-395 0.094 02 R98-1085 195-200 0.071 02 R98-1085 395-400 0,092 
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CLIENT: BROHM MINIMS CORPORATION PROJECT: NONE GIVEN1
XEP0RT: V98-25298.0 ( COMPLETE ) DATE RECEIVED: 03-DEC-98 DATE PRINTED: 5-DEC-98 PAGE

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav
'I UMBER UNITS OPT NUMBER UNITS on

22 R98-1085 400-405 0.012
22 R98-1Q85 405-410 0.010
22 R98-1085 410-415 0.007
22 R98-1085 415-420 0.006
22 R98-1085 420-425 0.026

22 R98-1085 425-430 0.020
22 R98-1085 430-435 0.022
22 R98-1085 435-440 0.009
22 R98-1085 440-445 0.014
22 R98-1085 445-450 0.220
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:LUNT: BIi.OHM MINING COIi.PORAT ION 
~EPORT: V98-25298,0 ( COMPLETE l 

3AMPL!: 
i!JMBER 

!:L!:M!:NT AuGrav 
UNITS OPT 

22 11.98-1085 400-405 0.012 
l2 R98•l085 405-410 0,010 
22 11.98-1085 410-415 0.007 
l2 R98·1085 415-420 0,006 
l2 R98-108S 420-425 0,026 

J2 R98-l085 425-430 0,020 
l2 R98-1085 430-435 0,022 
22 11.98-1085 435-440 0.009 
l2 R98-1085 440-445 0,014 
l2 R98-1085 445-450 0,220 

DATE RECEIVED: 03-DEC-98 

SAMPLE 
NUMBER 

PII.OJ!CT: NONE GIV!Nl 

DATE PRINTED: 5-DEC-98 PAGE 2 OF 2 
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